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Type Standard/Regulation Title Current issue Current issue PL-

01 - Abt 2

Dept. Section Output levels 

applied

Remarks

DIN EN DIN EN 10346 Continuously hot-dip coated steel flat products for cold forming – 

Technical delivery conditions

2015-10 2015-10 21 1 2015-10

DIN EN ISO DIN EN ISO 2178 Non-magnetic coatings on magnetic substrates – Measurement of 

coating thickness – Magnetic method

2016-11 2016-11 21 1 2016-11

DIN EN ISO DIN EN ISO 2639 Steels - Determination and verification of the depth of carburized and 

hardened cases

zurückgezogen 2003-04 21 1 2003-04 Superseded by DIN EN ISO 18203

DIN EN ISO DIN EN ISO 3815-1 Zinc and zinc alloys – Part 1: Analysis of solid samples by optical 

emission spectrometry

2005-08 2005-08 21 1 2005-08

DIN EN ISO DIN EN ISO 6509-1 Corrosion of metals and alloys – Determination of dezincification 

resistance of copper alloys with zinc – Part 1: Test methods

2014-09 2014-09 21 1 2014-09

Hausverfahren T321200 Optical Emission Spectrometry "OES" - In-house Method 2019-09 2019-09 21 1 2019-09 Internal procedure ("Hausverfahren") - not flexible, 

exclusive use accredited issue status

DIN DIN 50916-1 Testing of copper alloys –

Stress corrosion cracking test in ammonia –

Part 1: Testing of tubes, rods and profiles

2023-07 2023-07 21 1 2023-07

DIN DIN 50916-2 Testing of copper alloys –

Stress corrosion cracking test using ammonia –

Part 2: Testing of components

2023-07 2023-07 21 1 2023-07

DIN EN ISO DIN EN ISO 8493 Metallic materials  

Tube  

Drift-expanding test

2004-10 2004-10 22 1 2004-10

DIN EN DIN EN 248 Sanitary tapware –

General specification for electrodeposited coatings of Ni-Cr

2003-01

2017-05 

Berichtigung

2017-05 22 1 2017-05

DIN EN DIN EN 1670 Building hardware –

Corrosion resistance –

Requirements and test methods

2007-06

2008-07

Berichtigung

2008-07 22 1 2008-07

DIN EN

VDE

DIN EN 60068-2-1

VDE 0468 2-1

Environmental testing – Part 2-1: Tests – Test A: Cold 2008-01 2008-01 22 1 2008-01

DIN EN

VDE

DIN EN 60068-2-2

VDE 0468 2-2

Environmental testing – Part 2-2: Tests – Test B: Dry heat 2008-05 2008-05 22 1 2008-05

DIN EN DIN EN 60068-2-30 Environmental testing – Part 2-30: Tests – Test Db: Damp heat, 

cyclic (12 h + 12 h cycle)

2006-06 2006-06 22 1 2006-06

DIN EN ISO DIN EN ISO 9227 Corrosion tests in artificial atmospheres –

Salt spray tests

2024-10 2023-03 22 1 2006-10

2012-09

2017-07

2023-03

2024-10
DIN DIN 53508 Testing of rubber – Accelerated ageing 2024-03 2024-03 23 2 2024-03

DIN DIN 53512 Testing of rubber - Determination of rebound resilience (Schob 

pendulum)

2000-04 2000-04 23 2 2000-04

DIN DIN 53530 Testing of organic materials; test for separating layers of laminated 

woven fabircs

1981-02 1981-02 23 2 1981-02

DIN EN DIN EN 29073-1 Textiles; Test methode for nonwovens: Part 1: Determination of 

mass per unit area

zurückgezogen 1992-08 23 2 1992-08 Superseded by DIN EN ISO 9073-1

DIN EN ISO DIN EN ISO 175 Plastics – Methods of test for the determination of the effects of 

immersion in liquid chemicals

2011-03 2011-03 23 2 2011-03

DIN EN ISO DIN EN ISO 2286-2 Rubber- or plastics-coated fabrics – Determination of roll 

characteristics – Part 2: Methods for determination of total mass per 

unit area, mass per unit area of coating

and mass per unit area of substrate

2017-01 2017-01 23 2 2017-01
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DIN EN ISO DIN EN ISO 4590 Rigid cellular plastics – Determination of the volume percentage of 

open cells and of closed cells

2016-12 2016-12 23 2 2016-12

DIN EN ISO DIN EN ISO 4892-2 Plastics – Methods of exposure to laboratory light sources –

Part 2: Xenon-arc lamps

2013-06 2013-06 23 2 2013-06

DIN EN ISO DIN EN ISO 4892-3 Plastics – Methods of exposure to laboratory light sources –

Part 3: Fluorescent UV lamps

2025-04 2016-10 23 2 2016-10

2025-04

DIN EN ISO DIN EN ISO 62 Plastics – Determination of water absorption 2008-05 2008-05 23 2 2008-05

DIN ISO DIN ISO 1817 Rubber, vulcanized or thermoplastic – Determination of the effect of 

liquids

2016-11 2016-11 23 2 2016-11

DIN ISO DIN ISO 2285 Rubber, vulcanized or thermoplastic – Determination of tension set 

under constant elongation, and of tension set, elongation and creep 

under constant tensile load

2022-11 2022-11 23 2 2022-11

DIN ISO DIN ISO 3384-1 Rubber, vulcanized or thermoplastic – Determination of stress 

relaxation in compression – Part 1: Testing at constant temperature

2022-04 2022-04 23 2 2022-04

DIN ISO DIN ISO 4649 Rubber, vulcanized or thermoplastic – Determination of abrasion 

resistance using a rotating cylindrical drum device

2021-06 2021-06 23 2 2021-06

ISO ISO 1431-1 Rubber, vulcanized or thermoplastic — Resistance to ozone 

cracking — Part 1: Static and dynamic strain testing

2024-07 2022-06 23 2 2024-07

ISO ISO 1663 Rigid cellular plastics — Determination of water vapour transmission 

properties

2023-08 2023-08 23 2 2007-05

2023-08

ISO ISO 188 Rubber, vulcanized or thermoplastic — Accelerated ageing and heat 

resistance tests

2023-03 2023-03 23 2 2023-03

ISO ISO 3387 Rubber — Determination of crystallization effects by hardness 

measurements

2020-03 2020-03 23 2 2020-03

ISO ISO 6914 Rubber, vulcanized or thermoplastic — Determination of ageing 

characteristics by measurement of stress relaxation in tension

2021-02 2021-02 23 2 2021-02

ISO ISO 7743 Rubber, vulcanized or thermoplastic — Determination of 

compression stress-strain properties

2017-10 2017-10 23 2 2017-10

ISO ISO 815-1 Rubber, vulcanized or thermoplastic — Determination of 

compression set — Part 1: At ambient or elevated temperatures

2019-11 2019-11 23 2 2019-11

ISO ISO 815-2 Rubber, vulcanized or thermoplastic — Determination of 

compression set — Part 2: At low temperatures

2019-11 2019-11 23 2 2019-11

DIN DIN 51451 Testing of petroleum products and related products – Analysis by 

infrared spectrometry – General working principles

2024-03 2024-03 23 2 2020-02

2024-03

DIN EN ISO DIN EN ISO 11357-2 Plastics – Differential scanning calorimetry (DSC) – Part 2 : 

Determination of glass transition temperature and glass transition 

step height

2020-08 2020-08 23 2 2020-08

DIN EN ISO DIN EN ISO 11357-3 Plastics – Differential scanning calorimetry (DSC) – Part 3: 

Determination of temperature and enthalpy of melting and 

crystallization

2025-09 2018-07 23 2 2018-07

2025-09

DIN EN ISO DIN EN ISO 11357-6 Plastics – Differential scanning calorimetry (DSC) – Part 6: 

Determination of oxidation induction time (isothermal OIT) and 

oxidation induction temperature (dynamic OIT)

2025-09 2018-07 23 2 2018-07

2025-09

DIN EN ISO DIN EN ISO 1172 Textile-glass-reinforced plastics – Prepregs, moulding compounds 

and laminates – Determination of the textile-glass and mineral-filler 

content using calcination methods

2023-12 2023-12 23 2 1998-12

2023-12
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DIN EN ISO DIN EN ISO 2555 Plastics – Resins in the liquid state or as emulsions or dispersions – 

Determination of apparent viscosity using a single cylinder type 

rotational viscometer method

2018-09 2018-09 23 2 2018-09

DIN EN ISO DIN EN ISO 3251 Paints, varnishes and plastics – Determination of non-volatile-matter 

content

2019-09 2019-09 23 2 2019-09
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